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Coating Inspection Report

PO No.

Material:

Contract No:

Batch No.:

Coating:BP671.6nm-3nm

670.34,50.029

Date: 1/4/2021

671.60,93.103

673.66,49.911
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Time: 4:23:23 PM
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Spectrum Name: CAUVWINLAB\DATA\T003680.SP

Description;

Date Created: Tue Jan 05 13:35:55 2021

Inspector:
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