
Part NO. Theta(°) Phi(°) Size(mm) Coating

BIBO crystal 01 8.8 0 5x5x2 S1,S2:AR-1550/775nm

BIBO crystal 02 8.8 0 5x5x4 S1,S2:AR-1550/775nm

BIBO crystal 03 146 90 5x5x2 S1,S2:AR-1064/532/355nm

BIBO crystal 04 152.9 90 5x5x0.6 uncoated

BIBO crystal 05 152 90 5x5x1 S1,S2:AR/AR-1064/532nm

BIBO crystal 06 0 0 5x5x7 S1,S2:AR-1180/590nm

BIBO crystal 07 162 90 5x5x1 S1,S2:AR-950/475nm

BIBO crystal 08 152.6 0 5x5x1 S1,S2:AR-790nm

BIBO crystal 09 152.6 0 5x5x0.25 S1,S2:AR-790nm

BIBO crystal 10 149.5 90 5x5x2 S1,S2:AR-780/390nm

BIBO crystal 11 152.1 90 5x5x2 S1,S2:AR-810/405nm

BIBO crystal 12 152.1 90 5x5x3 S1,S2:AR-810/405nm

BIBO crystal 13 152.1 90 5x5x0.5 S1,S2:AR-810/405nm

BIBO crystal 14 152.1 90 5x5x1 S1,S2:AR-810/405nm

BIBO crystal 15 156.1 90 5x5x0.3 S1,S2:AR-862/431nm

BIBO crystal 16 57 0 5x5x2
S1,S2:AR-(500-900)/(1200-

2400)nm

BIBO crystal 17 57 0 5x5x1
S1,S2:AR-(500-900)/(1200-

2400)nm

BIBO crystal 18 169 90 5x5x15 uncoated

BIBO crystal 19 174 90 5x5x15 uncoated



BIBO crystal 20 152.1 90 5x5x10 S1,S2:AR-810/405nm

BIBO crystal 21 142 90 5x5x10
S1:AR-710/355nm S2:AR-

710/355nm

BIBO crystal 22 169 90 5x5x15
S1:AR-1169.4/976/532nm 
S2:AR-1169.4/976/532nm

BIBO crystal 23 163.4 90 5x5x10
S1:AR-976/488nm S2:AR-

976/488nm

BIBO crystal 24 151 90 5x5x2
S1:AR-808/404nm. S2:AR-

808/404nm.

BIBO crystal 25 26 0 5x5x5
S1:AR-780/390nm. S2:AR-

780/390nm.

BIBO crystal 26 149.5 90 5x5x3
S1:AR-780/390nm S2:AR-

780/390nm

BIBO crystal 27 167 90 5x5x1
S1:AR-1030/515nm S2:AR-

1030/515nm

BIBO crystal 28 167 90 5x5x2
S1:AR-1030/515nm S2:AR-

1030/515nm

BIBO crystal 29 152.52 90 5x5x1
S1:AR-820/410nm S2:AR-

820/410nm

BIBO crystal 30 152 90 5x5x3
S1:AR-810/405nm S2:AR-

810/405nm

BIBO crystal 31 160.7 90 5x5x4
S1:AR-930/465nm S2:AR-

930/465nm

BIBO crystal 32 8.8 0 5x5x4
S1:AR-1550/775nm S2:AR-

1550/775nm

BIBO crystal 33 90 16.8 5x5x2
S1:AR-789/394.5nm S2:AR-

789/394.5nm

BIBO crystal 34 164.9 90 5x5x5
S1:AR-1000/500nm S2:AR-

1000/500nm

BIBO crystal 35 10.9 0 5x5x4
S1:AR-1550/775nm S2:AR-

1550/775nm

BIBO crystal 36 90 61.9 5x5x5
S1:AR-355/710nm S2:AR-

355/710nm

BIBO crystal 37 155.1 90 5x5x5
S1:AR-850/425nm S2:AR-

850/425nm

BIBO crystal 38 158.6 90 5x5x5
S1:AR-900/450nm S2:AR-

900/450nm

BIBO crystal 39 80 0 5x5x1
S1:AR-810/405nm S2:AR-

810/405nm



BIBO crystal 40 80 0 5x5x0.5
S1:AR-810/405nm S2:AR-

810/405nm

BIBO crystal 41 5.7 0 5x5x10
S1:AR-1240/620nm S2:AR-

1240/620nm

BIBO crystal 42 151 90 6x6x15 S1,S2:AR-355/480nm

BIBO crystal 43 158 90 6x6x15 S1,S2:AR-355/430nm

BIBO crystal 44 145 90 6x6x15 S1,S2:AR-355/540nm

BIBO crystal 45 152.9 90 6x5x1 S1:polished S2:polished

BIBO crystal 46 153.4 90 6x4x10 uncoated

BIBO crystal 47 161 90 6x5x0.5 uncoated

BIBO crystal 48 152.9 90 6x5x1
S1:P-coating@410nm,S2:P-

coating@810nm

BIBO crystal 49 161 90 6x5x1 S1:2 uncoated

BIBO crystal 50 161 90 6x5x0.5 S1,S2:P-coating@571nm

BIBO crystal 51 161 90 6x5x0.6 S1,S2:P-coating@571nm

BIBO crystal 52 161 90 6x5x0.7 uncoated

BIBO crystal 53 169 90 6x6x10 S1,S2:AR-1053/532nm

BIBO crystal 54 152.9 90 6x5x7
S1 -coating@410nm,S2:P-

coating@810nm

BIBO crystal 55 160.7 90 6x5x8 S1,S2:AR-932/466nm.

BIBO crystal 56 164 90 6x5x8 S1,S2:AR-985/492nm.

BIBO crystal 57 152.9 90 6x5x0.6 S1:P-410nm S2:P-820nm

BIBO crystal 58 141.5 90 6x4x7 uncoated

BIBO crystal 59 156.2 90 6x4x7
S1:AR-865.2/432.6nm S2:AR-

865.2/432.6nm



BIBO crystal 60 17.2 90 6x6x6 uncoated

BIBO crystal 61 42 0 7x7x3 S1,S2:AR-800/(1000-3000)nm

BIBO crystal 62 42 0 7x5x7 S1,S2:P-(800-2000)nm

BIBO crystal 63 42 0 7x5x10 S1,S2:P-(800-2000)nm

BIBO crystal 64 42 0 7x5x3 S1,S2:P-(800-2000)nm

BIBO crystal 65 42 0 7x5x10 S1,S2:P-(800-2700)nm

BIBO crystal 66 0 0 7x7x3 S1,S2:AR-702/351nm

BIBO crystal 67 0 0 7x7x6 S1,S2:AR-702/351nm

BIBO crystal 68 0 0 7x7x12 S1,S2:AR-702/351nm

BIBO crystal 69 149.5 90 7x7x2
S1:AR-780/390nm S2:AR-

780/390nm

BIBO crystal 70 10.9 0 7x7x0.5
S1:AR-1550/775nm S2:AR-

1550/775nm

BIBO crystal 71 10 0 7x7x0.6
S1:AR-1800/900nm S2:AR-

1800/900nm

BIBO crystal 72 154 90 8x4x10
S1,S2: AR-(750-950)/(375-

475)nm,

BIBO crystal 73 166.6 90 8x8x2 uncoated

BIBO crystal 74 166.6 90 8x8x1 uncoated

BIBO crystal 75 166.6 90 8x8x1.5 uncoated

BIBO crystal 76 169 90 8x8x12 S1,S2:AR-1053/532nm

BIBO crystal 77 169 90 8x8x15 S1,S2:AR-1053/532nm

BIBO crystal 78 153.4 90 8x8x2 S1,S2:AR-826/413nm

BIBO crystal 79 153.4 90 8x8x1 S1,S2:AR-826/413nm



BIBO crystal 80 133.8 90 8x8x5 S1,S2:AR-650/325nm

BIBO crystal 81 152.1 90 8x8x2 S1,S2:AR-810/405nm

BIBO crystal 82 149.5 90 8x8x1
S1:AR-390/780nm S2:AR-

390/780nm

BIBO crystal 83 149.5 90 8x8x2
S1:AR-390/780nm S2:AR-

390/780nm

BIBO crystal 84 149.5 90 8x8x1.5
S1:AR-780/390nm S2:AR-

780/390nm

BIBO crystal 85 169 90 8x8x8
S1:AR-1053/532nm S2:AR-

1053/532nm

BIBO crystal 86 166.8 90 10x10x2 S1,S2:AR-1030/515nm

BIBO crystal 87 149.5 90 10x10x1
S1:AR-780/390nm S2:AR-

780/390nm

BIBO crystal 88 14.5 90 10x10x2 S1:Polished S2:Polished

BIBO crystal 89 10.9 0 10x10x2 uncoated

BIBO crystal 90 42 0 13x10x3 S1,S2:P-(800-2700)nm

BIBO crystal 91 42 0 13x10x2.5 S1,S2:P-(750-2700)nm

BIBO crystal 92 11.5 0 13x10x1 S1,S2:P-(750-2700nm)

BIBO crystal 93 11.5 0 13x10x2 S1,S2:P-(750-2700nm)

BIBO crystal 94 11.5 0 10x10x3 S1/S2:P-(750-2700)nm

BIBO crystal 95 42 0 15x15x3 S1/S2:P-(750-2700)nm

BIBO crystal 96 42 0 18x15x3 S1/S2:P-(750-2700)nm


